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UN38.3 Test Summary
UN38. 3R E

Company Information
AFfER

Applicant's Name

Shenzhen Kingware Technology Co.,Ltd
PRI 5 TR TR A A

4F, Fortune Industrial Park, Building 1, Zone D, Gembao Industrial Park, Huangpu Community,

HE T o o :
Xingiao Street, Bao 'an District, Shenzhen China.
TRIITH 5 22 DT AT T8 B30 AL XA Dol X DIX LHR I & ol el 4%
Shenzhen Kingware Technology Co.,Ltd
GO & TR A PR #]
4F, Fortune Industrial Park, Building 1, Zone D, Gembao Industrial Park, Huangpu Community,
Xingiao Street, Bao 'an District, Shenzhen China.

Manufacturer N s . . . R
5 7 VRN 52 2 DB A0 SO A DX 7 2 Tl X DX LRRIN 35 Tk Ak

Website |
- https://jinyuhong.1688.com/
Telephone Number Email address . .
, . +86-755-23322053 humaoyin@kingware.com.cn
B2 T B A yin@king

Test Laboratory

Shenzhen LCS Compliance Testing Laboratory Ltd.
RIS IR B 37 FR 24 ]

Room 101, 201 Building A and 301 Building C, Juji Industrial Park, Yabianxueziwei, Shajing
Street, Baoan District, Shenzhen, Guangdong, China

JTRARIIT 5% XY HAIE R0 7 B B Tk AFR101. 201, CH#5301

It S =
; Email
Website : -
htp:// Qs address webmaster@lIcs-cert.com
W41k cert.com ey
Telephone Number | _ oo 17558259 1330 Fax +(86) 0755-8259 1332
BRI ¥
Battery Information
RIS
Sample name Power Bank Trade Mark NUA
FE i AR 5’ FEi A
Samples Model Description Single Cell Rechargeable Li-ion Battery
X L E-460ME-PB s
RIS it LU AT 70 L T
Nominal voltage Battery: 3.7V Capacity S000NAE 18.5Wh
PRARHL R Output: 5V wE MAN, 26
Weight 1156 Lithium content /
e -9 aaE
Appearance Prismatic/White Combination /
SR W%/ H Ay
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Test Information

WEER
UN Report Date of test report
LCS200828134ASA 5 2020.09.11
UNiEE 2 0 UNiR & 25 % L
Standard Section 38.3 of of the Seventh Revised Edition of the Recommendations on the Transport of
bR Dangerous Goods, Manual of Test and Criteria (ST/SG/AC.10/11/Rev.7, Section 38.3)
BAE CGRFRRSRYEHPENDREMREF E-HETRE38.3
T.1 Altitude simulation PASS T.5 External short circuit PASS
e AR ol AP X R
T.2 Thermal test PASS T.6 Crush/ Impact PASS
[FEATIEEN R Bt i “ik
T.3 Vibration PASS T.7 Overcharge PASS
RN “tk T ik
T.4 Shock PASS T.8 Forced discharge PASS
M i s B R
N/A N/A
38.3.3(f) RiEH 38.3.3(9) i
THE PHOTO OF SAMPLE
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Signature/ Technical Date of issue
Manager s 1 2020.09.11
BHIBAR B ; - "
;?7

A N PQE ez . .
This UN38.3 test summary is bas ctory testing of the sample under test, which excludes the evaluation

of other samples of the same series of the samples.This summary must be used in conjunction with the test report.

AUN38. 3R IS MEZ I T 2 R A TS 4 R, BN EIEN IZEE G AR R R SRR AIVPT, AHEEL A 05 HE R A

W& EIRAE
***End of report™*



